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Question (5 pts): 

At the wavelength of 500 nm, the index of refraction of Au is 0.855+1.9i, whereas that of Ag is 0.13+2.92i.
1) Which mirror would you choose, Au or Ag, if you want a higher reflectivity? Estimate.

2) You want to deposit a semi-transparent metal film.  Which film, Au or Ag, should be made thinner, to achieve the same level of transparency as the other film? How much thinner ?

